
Technical Data Sheet (TDS)
Declaration of Реrfrоmапсе
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COD: СС-РF-OО1

DATA: 15.01.2о2О.
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DATE:
PRODUCT NAME:
PRODUCTION DATE:
STORAGE TERM:

production Director

0l,09,2022,
Fibeгglass mesh: I40 (аOх40)
30.08,2022.
2 уеагs аftег date of pгoduction in drу warehouse

N9 lndicator Measure Norm Test result Test Method
].

Number of threads 10
cm (warp) у/10 cm з 3
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14t

| гпо о40о16-оо-
0404:20].6, Cl,2.2.6ъ

EAD 040016-00-
0404:20].6, с1.2.2,6

EAD 040016-00-
0404:2016, Cl. 2.2.S

EAD 040016-00- 
|

04О4:2О16, Cl.2,2.2 l

u\o 04ОО16-ОО- 
l

0404:20L6, с1.2.2.7 l

2
Number of threads 10
cm (weft) у/10 cm з

з Mass per unit glm' 1з5-145

4 A5h content % >18 2L,OL

5 Tearing Fоrсе (wаrр) N/5 cm > 2000 2 190,0

6 Tearing Fоrсе (weft) N/5 cm > 2000 2 18з,0 u\o 040016-О0-

0404:2016, Cl.2.2,7
7 Cell size warp direction mm >- 40/40 42,00

EAD 040016_00-

0404:2016, с1.2.2.4
8 cell size weft direction mm >4о/40 41,60 EAD 040016-00-

0404:2016, Cl.2.2.4
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