
TechnicaI Data Sheet (TDS)
Declaration of Реrfrоmа псе

лъ 2260

COD:CC-PF-001
EDlTlA: 1

REVlZlA:0
DATA: 15.01.2020.

l DдТЕ: |0.02.202l
2 PRODUCT NAME: Fiberglass mesh: 'l5
3 PRODUCTION DдТЕ: lО,О2.2О2l
4 STORAGE TERM: 2 уеаrs аftеr date of production in dry Warehouse

N9 lndicator Measure Nоrm Test resuIt Test Method

1
Number of threads 10

cm (warp)
].0 cm 20-21 2t

EAD 040016-00-

0404:2016, Cl. 2.2,6

2
Number of threads 10

cm (weft) 10 cm 18-20 19
EAD 040016-00-

0404:2016, с1.2.2.6

з Width cm 99,5-101 99,9
EAD 040016-00_

0404:2016, Cl. 2.2.5

4 Mass per unit Е/m' 70-80 72,5
EAD 040016-00-

0404:2016, сl,2.2.8

5 Ash content % Not less than 15 16,9
EAD 040016-00-

0404:2016, Cl,2.2.2

6 Tearing Fоrсе (wаrр) N/5 см Not less than 1000 1 140
u\o 040016-00-

0404:20].6, С1.2.2.7

7 Tearing tоrсе (weft) N/5 см Not less than 800 830
u\o 0400].6-00-

0404:2016, сl,2.2.7

8 Cell size warp direction mm Not less than 5 5,06
EAD 040016-00-

0404:2016, C|.2.2.4

9 cell size weft direction mm ,Д"ýrthап5 5,26
EAD 040016-00-

0404:2016, Cl.2.2.4
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